Physical Vapor Depo



example, multi-wall and single-wall carbon nanotubes have been successfully fabricated in this
system using hydrogen and methane/acetylene as reactants. Metal catalysts, such as gold, tin,
copper, etc. have also been used to achieve size control and alignment.



